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1. Fundamentals of Spintronics

i. Magneto-resistance (MR) effect

Unti-parallel

üHigh R

Mr

MR ratio =
RP

RPRAP ï (%) ,

Electrical current can be controlled by magnetization!
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1. Fundamentals of Spintronics

i. Magneto-resistance (MR) effect

Density of state (DOS) diagram
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1. Fundamentals of Spintronics

i. (Giant) Magneto-resistance (GMR) effect

1

0.5

R

PRL, 61, 2472 (1988)

Prof. A. Fert

¸60-bilayered Fe-Cr 

superlattice

¸About 45% drop in R

at 4.2 K (MR = 80%)

PRB, 39, 4828 (1989)

Prof. P. Gr¿nberg
1.5

¸Fe-Cr-Fe trilayer

¸MR = 1.5% at 

room temp.

They were awarded 2007 Nobel prize in Physics!
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1. Fundamentals of Spintronics

ii. Spin Transfer Torque (STT) effect

It has been shown that we can control 

electrical current by magnetization.

Q: Then canôt we control

magnetization by electrical current?

A: Yes, we can!

STT effect is a reciprocal process of MR effect.
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1. Fundamentals of Spintronics

ii. Spin Transfer Torque (STT) effect
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JMMM, 159, L1 (1996)

Dr. J. C. Slonczewski
¸Formulated STT as a 

function of ɗand P

¸Proposed possibility 

to manipulate Mf

through STT 

PRB, 54, 9353 (1996)

Prof. L. Berger
¸Predicted STT effect

¸Proposed SWASER 
(Spin Wave Amplification 

by Stimulated Emission of 

Radiation)

1. Fundamentals of Spintronics

ii. Spin Transfer Torque (STT) effect



9

1. Fundamentals of Spintronics

Short summary

Å We can control electrical current by magnetization.

(MR effect)

Å We can control magnetization by electrical current.

(STT effect)

Å These physical phenomena are utilized in,

Å Spin torque oscillator (STO) 
Å STT-Magnetic Random Access Memory (STT-MRAM)

Å And many other devicesé
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2. Spin Torque Oscillator (STO)

i. Operation Principle
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If Mf is monostable,

Bias 

field

Precession of Mf excited 

by STT from DC current

I

Ὑ Ὑ —ὙÃÏÓ

Ὑ ὙɇὅɇÃÏÓὸ

where ŭR : R change 

ɗ: angle b.w. Mf and Mr

C : geometrical constant

ɤf : precession freq. set by

ferromagnetic resonance (FMR)

R is modulated by MR effect.

(=Ὑ ɇὓὙȾς)

V is given as a product of R and I.

ὠ Ὑ ɇὍ ὙɇὅɇὍɇÃÏÓὸ

Microwave signal!
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2. Spin Torque Oscillator (STO)

i. Operation Principle
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General features of STO

1. Very small ( d : a few 10 nm ïa few 100 nm)

2. Frequency set by FMR ( Highest f : 46 GHz )

3. Ultra-Low operation voltage ( V < 500 mV )

4. Moderately low operation current ( I < 30 mA)

5. Compatible with CMOS processes I

d
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status
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Example of STO output spectrum
S. I. Kiselev, et al., Nature 425, 380 (2003).
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Problems in STOôs oscillation performance

1. Low output power

2. Wide spectral linewidth (low quality factor)

3. Multi-mode oscillation (mode hopping)
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Difficult to achieve high power and high Q factor simultaneously.

Breakthroughòsò needed!



15

2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Metallic GMR stack

(Non-magnetic layer is a metal)
Magnetic tunnel junction (MTJ) stack

(Non-magnetic layer is an insulator)

Why? ïMTJ can show higher MR ratio than GMR!

This layer 

is very 

important.



16

2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Quest for higher power = Higher MR ratio
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[1] Yuasa, Jpn. J. Appl. Phys. 43, L558 (2004).    

[2] Yuasa, Nature Mater. 3, 868 (2004).

[3] Parkin, Nature Mater. 3, 862 (2004). 

[4] Djayaprawira, SY, APL 86, 092502 (2005).
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Benefits

Can be deposited on various substrates (no commensurate template needed)

Sputter deposited (good for mass production)

MgO(001)

Amorphous
CoFeB

Amorphous
CoFeB

Djayaprawira et al.: Appl. Phys. Lett. 86, 092502 (2005).
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Å High powerof 0.14 ÕW obtained. (3 orders larger than GMR-STO)

Å Problems of large linewidth and multi-mode oscillation still remain.

A. M. Deac, H. Kubota et. al.

Nature Physics 4, 803 - 809 (2008).

MTJ based STO developed jointly by AIST, Osaka Univ. and Canon Anelva

CoFe

Anti- Ferromagnet

Ru

CoFeB

Cap

CoFeB

MgO

Top electrode

Bottom electrode

Structure of MTJ-STO
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

Mf

Why is the linewidth so large?

Why does it mode-hop?

Conventional pillar shaped STO

ÅIn-plane Mf

ÅInhomogeneous internal field

ÅMulti-domain structure

We have to somehow get rid of effects of edge irregularities! 
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status
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Frequency (GHz)

2.4 ÕW 12 MHz

Q~330

Sombrero structure

8.64 mA 

235 Oe (qH=132Ü)

H. Maehara, et al., Appl. Phys. 

Express 6, 113005 (2013)

Solution 1: Continuous free layer (no edge)
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status
Solution 2: Perpendicularly magnetized free layer (PMF-STO)

Power : 0.55 ÕW

Q factor : 130

CoFeB

reference layer

FeB free layer

MgO barrier

MgO cap

ÅPerpendicularly magnetized free layer.

ÅMf precessies w.r.t center axis.

ÅUniform field distribution.

ÅSingle domain structure.
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2. Spin Torque Oscillator (STO)

ii. Past developments and current status

PMF-STO

We are approaching to target area 

for practical applications!

Sombrero

AIST

Letôs phase lock 

this STO!


